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<SU>

SAMPLE 01

X-connect fitness tile "Fifteen" Toplayer; 

85% Recycled SBR & 15% Epdm
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Sample number
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Parameter

PAK

Naphthalin

Acenaphthylene

Acenaphthene

Fluorene

Phenanthrene

Anthracene

Fluoranthene

Pyrene

Chrysen

Benz(a)anthracene

Benzo(b)fluoranthene

Benzo(k)fluoranthene

Benz(a)pyrene

Indeno(1,2,3,c,d)pyrene

Dibenzo(a,h)anthracene

Benzo(g,h,i)perylene

Benzo(j)fluoranthene

Benz(e)pyrene
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